
 
Table 9.12.  Test results for the Middle Kittanning Sandstone. 
Rock Samples for ADTI-WP2 Interlaboratory Study  
        

Rock ID Split
Lab No. 
/ Col No.

Total 
Sulfur 
% NP (1978)

NP 
(1997) Test date Partical Size/ notes

MKSS-PA 2  0.08 20.90  1/16/2003  
MKSS-PA 8  0.04 17.70  1/16/2003  
MKSS-PA 12  0.03 14.30  1/16/2003  
MKSS-PA 6  0.11 24.58  1/6/2006  
MKSS-PA  1 - unw      
MKSS-PA  1 0.07 47.30  6/30/2006 composite  fizz 1 
MKSS-PA  1 0.10 72.25  6/30/2006 3/8 to #4    fizz 1 
MKSS-PA  1 0.12 38.84  6/30/2006 < #60         fizz 1 
MKSS-PA 4 2 - unw 0.05 26.76  1/19/2006  
MKSS-PA 4 2 - 1 0.15 28.45  4/27/2006 fizz 2 
MKSS-PA 7 3 - unw 0.11 8.10  1/24/2006  
MKSS-PA 7 3 - 1 0.09 26.85  5/4/2006 fizz 2 
MKSS-PA 6 4 - unw 0.11 24.58  1/16/2006  
MKSS-PA 6 4 - 1 0.11 28.85  4/26/2006 fizz 2 
MKSS-PA 3 5 - unw 0.07 44.52  1/30/2006  
MKSS-PA 3 5 - 9 0.08 12.77  6/7/2006 fizz 1 
MKSS-PA  6 -unw      
MKSS-PA  6 - 9 0.05 0.00  6/8/2006 3/8    no fizz/no NP? 
MKSS-PA  6 - 9 0.05 41.76  6/8/2006 #4     fizz 1 
MKSS-PA  6 - 9 0.06 27.99  6/8/2006 #16   fizz 1 
MKSS-PA  6 - 9 0.00 39.00  6/8/2006 #40   fizz 2 
MKSS-PA  6 - 9 0.14 35.33  6/8/2006 #60   fizz 1 
MKSS-PA  6 - 9 0.02 33.18  6/8/2006 <#60   fizz 1 
MKSS-PA 1 7 - unw 0.11 21.18  1/12/2006  
MKSS-PA 1 7 - 9 0.06 26.40  6/9/2006 fizz 1 
MKSS-PA 2 8 - unw 0.10 10.13  1/12/2006  
MKSS-PA 2 8 - 1 0.09 -0.19  6/26/2006 fizz 0 
MKSS-PA 2 8 - 2 0.08 10.50  6/26/2006 fizz 0 
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